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(57) ABSTRACT

The adhesive sheet for manufacturing a semiconductor
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an adherend and the semiconductor element is wire-bonded,
and is a peelable adhesive sheet in which the 180 degree
peeling adhesive strength against a silicon wafer is 5 (N/25
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1
ADHESIVE SHEET FOR MANUFACTURING
SEMICONDUCTOR DEVICE,
MANUFACTURING METHOD OF
SEMICONDUCTOR DEVICE USING THE
SHEET, AND SEMICONDUCTOR DEVICE
OBTAINED BY THE METHOD

CROSS-REFERENCE TO PRIORITY AND
RELATED APPLICATIONS

This application is a divisional application of U.S. patent
application Ser. No. 11/851,963, filed Sep. 7, 2007, which
claims priority to the U.S. Provisional Patent Application No.
60/825,029, filed Sep. 8, 2006. The disclosure of the above-
referenced applications are incorporated by reference herein.
This application also is related to U.S. patent application Ser.
No. 11/012,377, filed on Dec. 14, 2004, now issued as U.S.
Pat. No. 7,232,709, issued on Jun. 19, 2007.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to an adhesive sheet for
manufacturing a semiconductor device, a manufacturing
method of a semiconductor device using the sheet, and a
semiconductor device obtained by the method.

2. Description of the Related Art

In order to correspond to the demand of microminiaturiza-
tion and realization of high functionality of a semiconductor
device, the wiring width of a power line and the interval
between signal lines arranged on the entire area of the major
surface of a semiconductor chip (a semiconductor element)
have been becoming narrow. Thereby, an increase of imped-
ance and interference of signals between signal lines of dif-
ferent nodes occur, which become the cause of impeding the
demonstration of sufficient performance in operation speed,
degree of allowance in operation voltage, anti-electrostatic
breakdown strength, and the like in the semiconductor chip.
In order to solve these problems, a package structure is pro-
posed in which the semiconductor element is layered (for
example, refer to Japanese Patent Application Laid-Open
(JP-A) Nos. 55-111151 and 2002-261233).

On the other hand, as a substance used when a semicon-
ductor element is fixed onto a substrate or the like, an example
using a thermosetting paste resin (for example, refer to JP-A
No. 2002-179769) and an example using an adhesive sheet in
which a thermoplastic resin and a thermosetting resin are
combined (for example, refer to JP-A Nos. 2002-261233 and
2000-104040) are proposed.

In the conventional manufacturing method of a semicon-
ductor device, an adhesive sheet or an adhesive is used at the
time of adhesion of a semiconductor element and a substrate,
a lead frame, or a semiconductor element. The adhesion is
performed by compression bonding (die attaching) a semi-
conductor element and a substrate or the like, and then by
curing an adhesive sheet or the like in a heating step. Further,
wires are bonded to connect the semiconductor element and
the substrate electrically, and then sealing with a sealing resin
is performed by molding with the sealing resin and curing (for
example, refer to JP-A Nos. 2002-261233 and 2000-104040).

When the above-described wire-bonding is performed, the
semiconductor element on the substrate or the like moves due
to ultrasonic vibration and heating. Because of this, conven-
tionally, there has been a necessity to fix the semiconductor
element so as not to move by heating and curing the thermo-
setting paste resin and the thermosetting adhesive sheet
through a heating step before the wire bonding.
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Furthermore, for the adhesive sheet consisted of a thermo-
plastic resin and the adhesive sheet in which a thermosetting
resin and a thermoplastic resin are combined, a heating step is
necessary after the die attaching and before the wire-bonding
for the purpose of ensuring adhesive strength with an adhe-
sion target and improving wettability.

However, in the case that air bubbles, foreign objects, or the
like are mixed in when this adhesive sheet is adhered to a
semiconductor element (a wafer) or a semiconductor chip
made into an individual piece with a method such as a roller
method or vacuum pasting, this adhesive sheet cannot be
peeled off nor removed from the semiconductor element or
the semiconductor chip made into an individual piece, and the
semiconductor element and the like have been wasted.
Because of this, production cost has been high and a decrease
of'the yield has been brought about.

SUMMARY OF THE INVENTION

The present invention has been made in view of the above-
described problems, and an objective thereof is also to pro-
vide an adhesive sheet for manufacturing a semiconductor
device peelable in the case that there is trouble in pasting
when a semiconductor element is pasted to an adherend using
an adhesive sheet. Further, another objective is to provide a
manufacturing method of a semiconductor device using the
adhesive sheet and a semiconductor device obtained by the
method.

The present inventors earnestly examined an adhesive
sheet for manufacturing a semiconductor device, a semicon-
ductor device obtained by using the sheet, and a manufactur-
ing method thereof in order to solve the above-described
conventional problems. As a result, it was found that the
above objectives can be achieved by making the invention be
configured as follows, and the present invention has been
completed.

In order to solve the above-mentioned problems, the adhe-
sive sheet for manufacturing a semiconductor device used
when a semiconductor element is adhered to an adherend and
the semiconductor element is wire-bonded, wherein a 180
degree peeling adhesive strength against a silicon wafer is 5
(N/25 mm width) or less.

According to the above-described configuration, because
the 180 degree peeling adhesive strength against a silicon
wafer of an adhesive sheet is 5 (N/25 mm width) or less,
peeling-off is possible after the semiconductor element is
adhered to an adherend. Further, peeling-off can be per-
formed without damaging the semiconductor element and the
like. Therefore, in the case that wrinkles, mixing of foreign
objects, air bubbles, or the like occur when the semiconductor
element is pasted onto the adherend using an adhesive sheet,
wasting of the semiconductor element and the adherend
becomes unnecessary by peeling off the adhesive sheet from
the semiconductor element and the adherend. Because the
conventional adhesive sheet is difficult to be peeled off from
the semiconductor element, the semiconductor element and
the like have been disposed of with the adhesive sheet in the
case that trouble as described above occurs. However,
because the semiconductor element is generally expensive as
compared with the adhesive sheet, production cost increases
if the semiconductor element is disposed of every time the
above-described case occurs. However, in the configuration
of the present invention, suppression of the production cost
can be attempted because it should be sufficient to dispose
only of the adhesive sheet. Here, the adherend includes a
substrate, a lead frame, or a semiconductor element.
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As the adhesive sheet, a sheet comprising a thermosetting
resin can be used. As the adhesive sheet, a sheet comprising
both of a thermosetting resin and a thermoplastic resin can be
used.

As the thermosetting resin, an epoxy resin and/or a phenol
resin preferably is/are used. As the thermoplastic resin, an
acrylic resin is preferably used.

As the thermosetting resin, a sheet comprising an epoxy
resin, a phenol resin, and an acrylic resin can be used, and the
weight ratio of the acrylic resin to the epoxy resin and the
phenol resin is preferably larger than 50%.

In order to solve the above-mentioned problems, the manu-
facturing method of a semiconductor device according to the
present invention comprises a step of fixing a semiconductor
element onto an adherend interposing the adhesive sheet for
manufacturing a semiconductor device, a step of bonding
wires to the semiconductor device, and a step of resin-sealing
the semiconductor element with a sealing resin, wherein in
the case of trouble occurring in the step of fixing, the semi-
conductor element is peeled off from the adhesive sheet and
the step of fixing is repeated using another adhesive sheet.

According to the above-described method, in the case that
the 180 degree peeling adhesive strength against a silicon
wafer of the adhesive sheet is 5 (N/25 mm width) or less and
trouble occurs in a fixing step (occurrence of wrinkles, for-
eign objects, air bubbles, or the like), the semiconductor
element is peeled off from the adhesive sheet, and there is no
necessity to waste semiconductor elements and the like that
are more expensive than the adhesive sheet. Further, the semi-
conductor elements and the like can also be prevented from
being damaged at the time of peeling. Thereby, the manufac-
turing of a semiconductor device becomes possible while
suppressing the production cost.

The step of fixing is preferably performed at 70° C. or less.
Thereby, pasting of the semiconductor element and the adher-
end becomes possible while suppressing the adhesive sheet
from excessively adhering to the semiconductor element and
the adherend. As a result, when the adhesive sheet is peeled
off from the semiconductor element and the adherend, the
semiconductor element can be prevented from being dam-
aged.

In order to solve the above-mentioned problems, a semi-
conductor device according to the present invention is
obtained by the manufacturing method of a semiconductor
device.

The present invention has effects described below with the
means explained above.

That is, according to the present invention, even in the case
when there is an occurrence of wrinkles, mixing of foreign
objects, air bubbles, or the like in the case of pasting a semi-
conductor element and an adherend using an adhesive sheet,
the semiconductor element and the like can be prevented from
being wasted by peeling the adhesive sheet off from the
semiconductor element and the adherend. Thereby, the
present invention has effects that suppression of the produc-
tion cost become possible, and improvement of the yield
becomes possible.

BRIEF DESCRIPTION OF THE DRAWINGS

FIGS. 1A and 1B are cross-sectional views roughly show-
ing an adhesive sheet in an embodiment of the present inven-
tion, and FIG. 1A shows the case that the adhesive sheet
consists of only an adhesive layer, and FIG. 1B shows the case
that the adhesive layer is provided on a core material;
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FIGS. 2A to 2C are process charts to manufacture a semi-
conductor device in an embodiment of the present invention;
and

FIG. 3 is a sectional schematic view of the semiconductor
device in another embodiment of the present invention, show-
ing a state in which a plurality of semiconductor elements are
three-dimensionally loaded on an adherend.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

The embodiments of the present invention are explained
below referring to the drawings. However, portions unneces-
sary for the explanation are omitted, and there are portions
shown in the drawings by magnifying, reducing, or the like to
make the explanation easy.

(Adhesive Sheet for Manufacturing Semiconductor Device)

The adhesive sheet for manufacturing a semiconductor
device according to the present invention is explained refer-
ring to FIGS. 1A and 1B. FIGS. 1A and 1B are cross-sectional
views roughly showing the adhesive sheet in an embodiment
of'the present invention, and FIG. 1A shows the case that the
adhesive sheet consists of only an adhesive layer, and FIG. 1B
shows the case that the adhesive layer is provided on a core
material.

The adhesive sheet according to the present invention has a
technical characteristic that a 180 degree peeling adhesive
strength against a silicon wafer is 5 (N/25 mm width) or less.
Furthermore, the adhesive strength of the adhesive sheet is
preferably in the range 0f 3.0 to 0.5 (N/25 mm width). When
the adhesive strength is in this range, a semiconductor ele-
ment can be adhered and fixed sufficiently to an adherend, and
in the case that trouble occurs at the time of adhesion, the
semiconductor element can be peeled off without being dam-
aged.

A layered structure of the adhesive sheet is not especially
limited. For example, an adhesive sheet 101 consisting of
only a single adhesive layer as shown in FIG. 1A and an
adhesive sheet 104 having a multi-layered structure in which
an adhesive layer 103 is laminated on one face of a core
material 102 as shown in FIG. 1B can be mentioned. Further,
the adhesive layer 103 may be provided on both faces of the
core material 102.

The core material 102 includes films such as a polyimide
film, a polyester film, a polyethylene terephthalate film, a
polyethylene naphthalate film, and a polycarbonate film, a
glass fiber, a resin substrate reinforced with a plastic non-
woven fiber, a silicon substrate, and a glass substrate.

As shown in FIGS. 1A and 1B, the 180 degree peeling
adhesive strength of the adhesive sheet 101 (104) against a
silicon wafer is 5 (N/25 mm width) or less. Thereby, the
adhesive sheet 101 (104) can be peeled off from a semicon-
ductor element or the like without damaging the semiconduc-
tor element or a semiconductor chip made into an individual
piece.

Materials constituting the adhesive layer 101 (103) are not
especially limited, and examples include a material consist-
ing of a thermosetting resin alone and a material consisting of
a thermosetting resin and a thermoplastic resin.

Examples of the thermosetting resin include a phenol resin,
anamino resin, an unsaturated polyester resin, an epoxy resin,
a polyurethane resin, a silicone resin, and a thermosetting
polyimide resin. These thermosetting resins can be used alone
or two or more kinds can be used in combination. From the
point of view that ionic impurities are few, an epoxy resin is
preferable. In the case of using an epoxy resin, a phenol resin
is preferably used as a curing agent.
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The epoxy resin may be any epoxy resin that is ordinarily
used as an adhesive composition. Examples thereof include
bifunctional or polyfunctional epoxy resins such as bisphenol
A type, bisphenol F type, bisphenol S type, brominated
bisphenol A type, hydrogenated bisphenol A type, bisphenol
AF type, biphenyl type, naphthalene type, fluorene type, phe-
nol Novolak type, orthocresol Novolak type, tris-hydrox-
yphenylmethane type, and tetraphenylolethane type epoxy
resins; hydantoin type epoxy resins; tris-glycicylisocyanurate
type epoxy resins; and glycidylamine type epoxy resins.
These may be used alone or in combination of two or more
thereof. Among these epoxy resins, particularly preferable
are Novolak type epoxy resin, biphenyl type epoxy resin,
tris-hydroxyphenylmethane type epoxy resin, and tetraphe-
nylolethane type epoxy resin, since these epoxy resins are
rich in reactivity with phenol resin as an agent for curing the
epoxy resin and are superior in heat resistance and so on.

The phenol resin is a resin acting as a curing agent for the
epoxy resin. Examples thereof include Novolak type phenol
resins such as phenol Novolak resin, phenol aralkyl resin,
cresol Novolak resin, tert-butylphenol Novolak resin and
nonylphenol Novolak resin; resol type phenol resins; and
polyoxystyrenes such as poly(p-oxystyrene). These may be
used alone or in combination of two or more thereof. Among
these phenol resins, phenol Novolak resin and phenol aralkyl
resin are particularly preferable, since the connection reliabil-
ity of the semiconductor device can be improved.

About the blend ratio between the epoxy resin and the
phenol resin, for example, the phenol resin is blended with the
epoxy resin in such a manner that the hydroxyl groups in the
phenol resin is preferably from 0.5 to 2.0 equivalents, more
preferably from 0.8 to 1.2 equivalents per equivalent of the
epoxy groups in the epoxy resin component. If the blend ratio
between the two is out of the range, curing reaction therebe-
tween does not advance sufficiently so that properties of the
cured epoxy resin easily deteriorate. In the present invention,
an adhesive sheet comprising the epoxy resin, the phenol
resin, and an acrylic resin is particularly preferable. Since
these resins contain ionic impurities in only a small amount
and have high heat resistance, the reliability of the semicon-
ductor element can be ensured. About the blend ratio in this
case, the amount of the mixture of the epoxy resin and the
phenol resin is from 10 to 200 parts by weight for 100 parts by
weight of the acrylic resin component.

Examples of the thermoplastic resin include natural rubber,
butyl rubber, isoprene rubber, chloroprene rubber, ethylene/
vinyl acetate copolymer, ethylene/acrylic acid copolymer,
ethylene/acrylic ester copolymer, polybutadiene resin, poly-
carbonate resin, thermoplastic polyimide resin, polyamide
resins such as 6-nylon and 6,6-nylon, phenoxy resin, acrylic
resin, saturated polyester resins such as PET and PBT, polya-
mideimide resin, and fluorine-contained resin. These thermo-
plastic resins may be used alone or in combination of two or
more thereof. Of these thermoplastic resins, acrylic resin is
particularly preferable since the resin contains ionic impuri-
ties in only a small amount and has a high heat resistance so
as to make it possible to ensure the reliability of the semicon-
ductor element.

Among the thermoplastic resins, an acrylic resin is prefer-
able in the respect that ionic impurities are few, heat resis-
tance is high, and reliability of the semiconductor element can
be secured. Such acrylic-based resins are not especially lim-
ited, and examples include polymers having components of
one kind or two or more kinds of esters of acrylic acid and
methacrylic acid having a straight chain or a branched alkyl
group having 30 or fewer carbon atoms, especially 4 to 18
carbon atoms, such as a methyl group, an ethyl group, a
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propyl group, an isopropyl group, an n-butyl group, a t-butyl
group, an isobutyl group, an amy!l group, an isoamyl group, a
hexyl group, a heptyl group, a cyclohexyl group, a 2-ethyl-
hexyl group, an octyl group, an isooctyl group, a nonyl group,
an isononyl group, a decyl group, an isodecyl group, an unde-
cyl group, a lauryl group, a tridecyl group, a tetradecyl group,
a stearyl group, an octadecyl group, and a dodecyl group.

A different monomer which constitutes the above-men-
tioned polymer is not limited to any especial kind, and
examples thereof include carboxyl-containing monomers
such as acrylic acid, methacrylic acid, carboxyethyl acrylate,
carboxypentyl acrylate, itaconic acid, maleic acid, fumaric
acid, and crotonic acid; acid anhydride monomers such as
maleic anhydride and itaconic anhydride; hydroxyl-contain-
ing monomers such as 2-hydroxyethyl(meth)acrylate, 2-hy-
droxypropyl(meth)acrylate, 4-hydroxybutyl(meth)acrylate,
6-hydroxyhexyl(meth)acrylate, 8-hydroxyoctyl(meth)acry-
late, 10-hydroxydecyl(meth)acrylate, 12-hydroxylauryl
(meth)acrylate, and (4-hydroxymethylcyclohexyl)methy-
lacrylate; monomers which contain a sulfonic acid group,
such as styrenesulfonic acid, allylsulfonic acid, 2-(meth)acryl
amide-2-methylpropanesulfonic acid, (meth)acrylamidepro-
pane sulfonic acid, sulfopropyl(meth)acrylate, and (meth)
acryloyloxynaphthalenesulfonic acid; and monomers which
contain a phosphoric acid group, such as 2-hydroxyethy-
lacryloyl phosphate.

The adhesive sheet 101 (104) of the present invention
improves the adhesive characteristic and attempts improve-
ment of heat resistance under high temperature by performing
a cross-linking process in the end. The cross-linking process
is to lengthen the molecular chain length of the polymer and
to properly make a cross-linking structure in the molecular
chain by reactivity of the functional group introduced at the
terminal of the molecular chain of the polymer. In order to
achieve this objective, it is better to include a multi-functional
compound that reacts with a functional group or the like at the
terminal of the molecular chain of the polymer as a cross-
linking agent in advance at the time of preparation of the
adhesive sheet 101 (104).

The crosslinking agent may be one known in the prior art.
Particularly preferable are polyisocyanate compounds, such
as tolylene diisocyanate, diphenylmethane diisocyanate,
p-phenylene diisocyanate, 1,5-naphthalene diisocyanate, and
adducts of polyhydric alcohol and diisocyanate. The amount
of'the crosslinking agent to be added is preferably set to 0.05
to 7 parts by weight for 100 parts by weight of the above-
mentioned polymer. Ifthe amount of the crosslinking agent to
be added is more than 7 parts by weight, the adhesive force is
unfavorably lowered. On the other hand, if the adding amount
is less than 0.05 part by weight, the cohesive force is unfa-
vorably insufficient. A different polyfunctional compound,
such as an epoxy resin, together with the polyisocyanate
compound may be incorporated if necessary. An inorganic
filler may be appropriately incorporated into the adhesive
sheet 101 (103) of the present invention in accordance with
the use purpose thereof. The incorporation of the inorganic
filler makes it possible to confer electric conductance to the
sheet, improve the thermal conductivity thereof, and adjust
the elasticity.

Examples of the inorganic fillers include various inorganic
powders made of the following: a ceramic such as silica, clay,
plaster, calcium carbonate, barium sulfate, aluminum oxide,
beryllium oxide, silicon carbide or silicon nitride; a metal
such as aluminum, copper, silver, gold, nickel, chromium,
lead, tin, zinc, palladium or solder, or an alloy thereof; and
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carbon. These may be used alone or in combination of two or
more thereof. Among these, silica, in particular fused silica is
preferably used.

The average particle size of the inorganic filler is preferably
from 0.1 to 80 um. The addition amount of the inorganic filler
is preferably set at 0 to 80 wt % relative to 100 parts by weight
of the organic resin component. Especially preferably, it is O
to 70 wt %.

If necessary, other additives besides the inorganic filler
may be incorporated into the adhesive sheet 101 of the present
invention. Examples thereof include a flame retardant, a
silane coupling agent, and an ion trapping agent.

Examples of the flame retardant include antimony trioxide,
antimony pentaoxide, and brominated epoxy resin. These
may be used alone or in combination of two or more thereof.

Examples of the silane coupling agent include [-(3,4-ep-
oxycyclohexyl)ethyltrimethoxysilane, y-glycidoxypropyltri-
methoxysilane, and y-glycidoxypropylmethyldi-
ethoxysilane. These may be used alone or in combination of
two or more thereof.

(Manufacturing Method of Semiconductor Device, and
Semiconductor Device)

The manufacturing method of semiconductor device
according to the present invention is explained referring to
FIGS. 2A and 2C. FIGS. 2A to 2C are process charts to
manufacture a semiconductor device in an embodiment of the
present invention.

The manufacturing method of a semiconductor device in
the present embodiment performs, as shown in FIGS. 2A to
2C, a step of fixing a semiconductor element 202 on a circuit
board (an adherend) 201 using a peelable adhesive sheet 101
for manufacturing a semiconductor device, a step of perform-
ing a wire bonding to the semiconductor element 202, and a
step of sealing the semiconductor element 202 with a resin.
Furthermore, in the case that trouble occurs in the step of
fixing, the semiconductor element 202 is peeled off from the
adhesive sheet 101 and the above-described step of fixing is
repeated using another adhesive sheet.

The step of fixing the semiconductor element 202 onto the
circuit board 201 is a step of pasting the semiconductor ele-
ment 202 to the circuit board 201 interposing the adhesive
sheet 101 therebetween (FIG. 2A). The method of fixing is
not especially limited, and examples include a method by a
roller and a method by vacuum pasting. Further, the order of
pasting is also not especially limited, and for example, after
layering the adhesive sheet 101 onto the circuit board 201, the
semiconductor element 202 can be fixed on the adhesive sheet
101 so that a wire bond surface becomes the top. Further, the
semiconductor element 202 to which the adhesive sheet 101
is fixed in advance may be fixed to the circuit board 201.

[Pasting of the adhesive sheet 101 to the circuit board 201
and the semiconductor element 202 is preferably performed
at a temperature of 70° C. or less, and more preferably per-
formed in the range of 25° C. to 70° C. Thereby, excessive
adhesion of the adhesive sheet 101 to the circuit board 201 or
the like can be suppressed, and the semiconductor element
202 can be prevented from being damaged when the adhesive
sheet 101 is peeled off from the circuit board 201 or the like.
Moreover, the semiconductor element 202 includes a semi-
conductor chip made into a chip (made into an individual
piece).

The circuit board 201 is not especially limited, and specific
examples include a metal lead frame such as a Cu lead frame
and a 42 Alloy lead frame and an organic substrate compris-
ing glass epoxy, BT (bismaleimide-triazin), polyimide, or the
like. The substrate is not limited to these substrates, and may
be a circuit substrate that can be used in the state that a
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semiconductor element is mounted on the substrate itself and
is electrically connected thereto.

Inthe present step, in the case of pasting the adhesive sheet
101 to the semiconductor element 202 in the state that
wrinkles are present in the adhesive sheet 101, and in the case
that air bubbles are formed or foreign objects are mixed
between the adhesive sheet 101 and the semiconductor ele-
ment 202 or the circuit board 201, a step of peeling off the
adhesive sheet 101 is performed. Thereby, the disposal of the
semiconductor element 202 with the adhesive sheet 101
becomes unnecessary, and the semiconductor element 202
can be reused as a manufacturing part. As a result, suppres-
sion of the production cost can be attempted. Moreover,
because the 180 degree peeling adhesive strength of the adhe-
sive sheet 101 against a silicon wafer is 5 (N/25 mm width) or
less, the peeling-off can be performed without damaging the
semiconductor element 202. The peeling temperature at the
time of peeling-off is preferably set lower than the pasting
temperature in the pasting of the adhesive sheet 101 and the
semiconductor element 202 or the like. This is to prevent the
peeling-off of the adhesive sheet 101 from becoming difficult.
Specifically, it is preferably in the range of 10° C. to 30° C.
and more preferably in the range of 15° C. to 25° C.

The wire bonding step is a step of electrically connecting
the tips of terminal portions (inner leads) of the circuit sub-
strate 201 or the like to electrode pads (not illustrated) on the
semiconductor element 202 through bonding wires 203 (see
FIG. 2(b)). The bonding wires 203 may be, for example, gold
lines, aluminum lines, or copper lines. The temperature when
the wire bonding is performed is from 80 to 250° C., prefer-
ably from 80 to 220° C. The time for the heating is from
several seconds to several minutes. The bonding is performed
by use of both of vibration energy based on ultrasonic waves
and pressing energy based on applied pressure in the state that
the semiconductor element 202 and the circuit substrate 201
or the like are heated into the above-mentioned temperature
range.

The step of sealing the semiconductor element 202 with a
resin is a step of sealing the wire-bonded semiconductor
element 202 with a sealing resin 204 (refer to FIG. 2C). The
present step is performed to protect the semiconductor ele-
ment 202 and a bonding wire 203 loaded in the circuit board
201. The present step is performed by molding the sealing
resin 204 with a mold, for example. For example, an epoxy-
based resin can be used as the sealing resin 204. The sealing
with a resin is performed at a heating temperature of normally
175° C. for 60 to 90 minutes. However, the present invention
is not limited to this, and it can be performed at 150 to 200° C.
for a few minutes, for example. Thereby, the sealing resin 204
is cured and a semiconductor package can be obtained. After
that, dicing of the semiconductor package is performed
depending on necessity, and the semiconductor device
according to the present invention can be produced.

(Other Items)

In the explanation above, the most preferred embodiment
of the present invention is explained. However, the present
invention is not limited to the embodiment and various
changes are possible in practically the same range with the
technical idea described in the claims of the present invention.

For example, the adhesive sheet of the present invention is
not limited to the modes shown in the above-described
embodiments, and an adhesive sheet unified with a dicing
sheet can also be used, for example.

Further, the present invention is also applicable in the case
that a plurality of semiconductor elements are three-dimen-
sionally loaded by layering one by one on an adherend. FIG.
3 is a sectional schematic view showing a state in which a
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plurality of semiconductor elements are three-dimensionally
loaded on an adherend. As shown in the figure, a first semi-
conductor element 302 is layered on a circuit board 201
interposing a first adhesive sheet 301 therebetween, and fur-
ther, a second semiconductor element 304 is layered on a
semiconductor element 302 interposing a second adhesive
sheet 303 therebetween. Each electrode pad (not shown) of
the first semiconductor element 302 and the second semicon-
ductor element 304 is electrically connected to the terminal
part in the circuit board 201 respectively with the bonding
wire 203. A 180 degree peeling adhesive strength of the first
adhesive sheet 301 and the second adhesive sheet 303 against
a silicon wafer is 5 (N/25 mm width) or less. Therefore, in the
case that wrinkles occur, air bubbles occur, or foreign objects
are mixed in the first adhesive sheet 301 or the second adhe-
sive sheet 303 at each loading stage of the first semiconductor
element 302 and the second semiconductor element 304, the
first adhesive sheet 301 or the second adhesive sheet 303 can
be peeled off without damaging the first semiconductor ele-
ment 302 and the second semiconductor element 304. Fur-
thermore, because the peeled first semiconductor element
302 and the second semiconductor element 304 can be reused
without being disposed of suppression of the production cost
can be attempted even in the case of such a mode. Here, the
first adhesive sheet 301 and the second adhesive sheet 303
may consist of a composition of a same kind, and may consist
of'a composition of a different kind. Further, the condition of
fixing the circuit board 201 and the first semiconductor ele-
ment 302, and the first semiconductor element 302 and the
second semiconductor element 304, the condition of wire
bonding, and the condition of sealing with a resin are the same
as described above. Moreover, a silicon nitride layer or a
buffer coating layer containing a heat resistant resin such as a
polyimide resin may be provided on the layered face of the
first semiconductor element 302 and the second semiconduc-
tor element 304 in the circuit board 201.

Preferred examples of this invention will be illustratively
described in detail hereinafter. However, materials, blend
amounts and others that will be described in the Examples do
not limit to this invention unless any restrictive description is
particularly included. Thus, these are mere explanatory
examples. In the examples, the word “part(s)” represent
“part(s) by weight”, respectively, unless otherwise specified.

Example 1

Into methyl ethyl ketone were dissolved 100 parts of an
acrylic ester type polymer made mainly of ethyl acrylate and
methyl methacrylate (PARACRON W-197CM, manufac-
tured by Negami Chemical Industrial Co., [.td.), 3 parts of a
polytfunctional isocyanate type crosslinking agent, 23 parts of
an epoxy resin (Epikote 1004, manufactured by Japan Epoxy
Resin Co., Ltd.), and 6 parts of a phenol resin (Milex XLC-
CC, manufactured by Mitsui Chemicals, Inc. Chemicals,
Inc.), so as to prepare an adhesive composition solution hav-
ing a concentration of 20% by weight.

This adhesive composition solution was applied onto a
release-treated film made of a polyethylene terephthalate film
(thickness: 50 um) treated for release with silicone as a releas-
ing liner. The resultant was then dried at 120° C. for 3 minutes
to form an adhesive sheet having a 25 pm of thickness accord-
ing to Example 1.

Example 2

An adhesive sheet according to Example 2 was formed in
the same way as in Example 1 except that a polymer made
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mainly of butyl acrylate (PARACRON SN-710, manufac-
tured by Negami Chemical Industrial Co., Ltd.) was used
instead of the acrylic ester type polymer used in Example 1.
The adhesive layer had a 25 um of thickness.

Comparative Example 1

A solution of an adhesive composition with a concentration
ot 20% by weight was prepared by dissolving 27 parts of an
epoxy rein (EPPN-501NY, manufactured by Nippon Kayaku
Co., Ltd.), 29 parts of a phenol resin (MILEX XLC-LL,
manufactured by Mitsui Chemicals, Inc.), and 2 parts of a
curing promoting agent (triphenylphosphine, manufactured
by Hokko Chemical Industry, Co., Ltd.) relative to 30 parts of
an acrylic ester-based polymer having ethyl acrylate-methyl
methacrylate as a main component (PARACRON W-197CM,
manufactured by Negami Chemical Industrial Co., [.td.) into
methylethylketone.

This adhesive composition solution was applied onto a
release-treated film made of a polyethylene terephthalate film
(thickness: 50 um) treated for release with silicone as areleas-
ing liner. The resultant was then dried at 120° C. for 3 minutes
to form an adhesive sheet having a 25 pm of thickness accord-
ing to Comparative Example 1. (Comparative Example 2)

An adhesive sheet according to Comparative Example 2
was formed in the same way as in Comparative Example 1
except that the polymer made mainly of butyl acrylate
(PARACRON SN-710, manufactured by Negami Chemical
Industrial Co., [td.) was used instead of the acrylic ester type
polymer used in Comparative Example 1. The adhesive layer
had a 25 pm of thickness.

[Measurement of Adhesive Strength]

About each of the adhesive sheets formed in the above-
mentioned Examples and Comparative Examples, the shear
adhesive force thereof'to a silicone wafer was measured at the
time of pre-sticking/fixing as follows:

First, a silicon wafer of 6 inches in diameter (thickness 0.6
mm) was prepared, and an adhesive sheet for protecting a
semiconductor wafer was pasted onto the wafer. DR-850011
manufactured by Nitto Seiki Co., Ltd. was used for pasting.
Furthermore, the back surface of the silicon wafer was ground
using a wafer grinding apparatus (DFG-840, manufactured
by Disco Corporation). Thereby, a silicon wafer of 150 um in
thickness was obtained.

Next, each adhesive sheet according to the examples and
comparative examples was pasted to a silicon wafer on a heat
plate at 40° C. Successively, an adhesive tape for peeling
(BT-315, manufactured by Nitto Denko Co., Ltd.) was pasted
to the surface opposite to the surface where the adhesive sheet
was pasted at room temperature using a 2 kg hand roller. After
30 minutes, the sheet was measured in 25 mm width follow-
ing JIS Z0237. The peeling angle was 180 degrees and the
peeling speed was 300 mm/min. The result is shown in table
1 below.

TABLE 1
Com- Com-
parative parative
Example 1 Example 2 Example 1 Example 2

Content of Acrylic 100 100 30 30
Resin (Part by Weight)

Thickness of Adhesive 25 25 25 25
Layer (pm)

Pasting Temperature 40 40 40 40

ce)
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TABLE 1-continued

Com- Com-
parative parative
Example 1 Example 2 Example 1 Example 2

Adhesive Strength with 1.3 1.7 Impossible Impossible
Silicon Wafer (N/25 mm to Peel to Peel
width) Off Off
Damage State of No No — —
Silicon Wafer Damage  Damage

As is clear from table 1, the adhesive strength of the adhe-
sive sheet in example 1 was 1.3 N/25 mm width, and the
adhesive strength of the adhesive sheet in example 2 was 1.7
N/25 mm width. Further, at the time of peeling, there was no
damage on each silicon wafer. On the other hand, the adhesive
strength of the adhesive sheets in comparative examples 1 and
2 was strong and the sheets could not be peeled off.

What is claimed is:

1. A method of manufacturing a semiconductor device,
comprising:

fixing a semiconductor element to an adherend using an

adhesive sheet for manufacturing a semiconductor
device used when a semiconductor element is adhered to
an adherend and the semiconductor element is wire-
bonded, wherein a 180 degree peeling adhesive strength
against a silicon wafer is 5 (N/25 mm width) or less,
wherein said adhesive sheet for manufacturing a semi-
conductor element is removably attached to said semi-
conductor element such that removal of said adhesive
sheet from said semiconductor element does not damage
said semiconductor element;

peeling the adhesive sheet from the semiconductor element

without damaging the semiconductor element;
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bonding wires to the semiconductor element after peeling
the adhesive sheet from the semiconductor element; and

resin-sealing the semiconductor element with a sealing
resin,

wherein the adherend is a substrate, lead frame, or semi-
conductor element.

2. A method of manufacturing a semiconductor device of

comprising:

fixing a semiconductor element to an adherend using an
adhesive sheet for manufacturing a semiconductor
device used when a semiconductor element is adhered to
an adherend and the semiconductor element is wire-
bonded, wherein a 180 degree peeling adhesive strength
against a silicon wafer is 5 (N/25 mm width) or less,
wherein said adhesive sheet for manufacturing a semi-
conductor element is removably attached to said semi-
conductor element such that removal of said adhesive
sheet from said semiconductor element does not damage
said semiconductor element;

peeling the adhesive sheet from the semiconductor element
without damaging the semiconductor element to remove
the adhesive sheet from the semiconductor element and
repeating the fixing step using a second adhesive sheet
having the same properties as the removed adhesive
sheet;

bonding wires to the semiconductor element after peeling
the adhesive sheet from the semiconductor element; and

resin-sealing the semiconductor element with a sealing
resin,

wherein the adherend is a substrate, lead frame, or semi-
conductor element.
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